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CUSTOMER NAME: PET HARDWARE (JAN GRAC)

ADDRESS: GRYMOVSKA 256/1A, 75002 PREROV IV KOZLOVICE, CZECH 

REPUBLIC

Sample Name : CW PVC coated webbing;CWH PVC coated webbing

Model No : CW;CWH

Specification : width 20mm

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 

assumes no responsibility to verify the accuracy, adequacy and completeness of the sample information 

provided by client.

*************

SGS Ref. No. : DGP26-001791

Date of Receipt : May 20, 2026

Testing Start Date : May 20, 2026

Testing End Date : May 26, 2026

Test result(s) : For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou Branch

Kelly Lee
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion 

1
Low temperature bending 

test
Provided by client See result /

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

/ : Not Apply to the judgment.
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1. Test Item: Low temperature bending test

Sample Description: A-Bar,B-Bar

Test Method: Provided by client

Test Condition: 

Condition :  0℃ & -10℃ & -20℃ & -30℃ & -40℃, 4 h

Mandrel diameter: 3.8 mm

Bend around angle: 180°，Bend along the width direction

Number of specimens tested: 2

Lab Environmental Condition: ( 23 ± 2 ) °C, ( 50 ± 5 ) %RH

Test Result:

Sample A

Test Item Test Result

0℃ No visible cracks

-10℃ No visible cracks

-20℃ No visible cracks

-30℃ No visible cracks

Low temperature 

bending test

-40℃ No visible cracks

Sample B

Test Item Test Result

0℃ No visible cracks

-10℃ No visible cracks

-20℃ No visible cracks

-30℃ No visible cracks

Low temperature 

bending test

-40℃ No visible cracks
  
Note: Test specimens were cut from the sample.
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Test Photo:

Original Sample-Sample A Before Test-Sample A-0℃

Before Test-Sample A--10℃ Before Test-Sample A--20℃
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Before Test-Sample A--30℃ Before Test-Sample A--40℃

After Test-Sample A-0℃ After Test-Sample A--10℃
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After Test-Sample A--20℃ After Test-Sample A--30℃

After Test-Sample A--40℃ Original Sample-Sample B
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Before Test-Sample B-0℃ Before Test-Sample B--10℃

Before Test-Sample B--20℃ Before Test-Sample B--30℃
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Before Test-Sample B--40℃ After Test-Sample B-0℃

After Test-Sample B--10℃ After Test-Sample B--20℃
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After Test-Sample B--30℃ After Test-Sample B--40℃

Equipment Information:  

Equipment Name Model Equipment No. Calibration date 
Next Calibration 

date

High/Low 

Temperature 

Cyclic and Damp 

Heat Chamber

MS-WSJ-60 GZMR-PL-E195 2026-02-27 2027-02-26

Appendix information: 

*The test report shall only be used for client scientific research, teaching, internal quality control, product 

research and development, etc. and just for client internal reference.

******** End of report********
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